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CYG WAYON CIRCUIT PROTECTION CO.,LTD.
1001,SHIWAN 7TH ROAD, SHANGHAI, 201207 P.R. CHINA

The following sample(s) was/were submitted and identified on behalf of the clients as : Chip

SGS Job No. :

SP19-027728 - SH

Date of Sample Received : 12 Aug 2019

Testing Period :
Test Requested :
Test Method :

Test Results :

Conclusion :

12 Aug 2019 - 16 Aug 2019
Selected test(s) as requested by client.

Please refer to next page(s).

Please refer to next page(s).

Based on the performed tests on submitted sample(s), the results of Cadmium,

Lead, Mercury, Hexavalent chromium, Polybrominated biphenyls (PBBs),
Polybrominated diphenyl ethers (PBDEs) and Phthalates such as
Bis(2-ethylhexyl) phthalate (DEHP), Butyl benzyl phthalate (BBP), Dibutyl

phthalate (DBP) and Diisobutyl phthalate (DIBP) comply with the limits as set by

RoHS Directive (EU) 2015/863 amending Annex Il to Directive 2011/65/EU.

Signed for and on behalf of
SGS-CSTC Standards Technical Services (Shanghai) Co., Ltd.

“’ﬁ:rffW

Lilac Wei
Approved Signatory

L L .
'[",‘71 Inspection & Tsting Senvices =7

Unless otherwise agreed in writing, this document is issued by the Company subject to its General Conditions of Service printed
overleaf, available on request or accessible at hug /f'www.sgs.com/en/Terms-and-Conditions.aspx and, for electronic format documents,
subject to Terms and Conditions for El al _? ww.Sgs. com/ensTernm: -Conditions/Terms-e-Document.aspx.

9! S-an! F .
Jurisdiction Issues defined therein. Any er o s document is

Attention is drawn to the limitation of liability, i ification an:

advised that information contained hereon ruﬂects the Company's findings at the time of its intervention only and within the limits of
Client’s instructions, if any. The Company's sole responslhlll is to its Client and this documant does no omnar!lu partias to a
transaction from exercxslng all their rights and obligati under the t c ts. This d I cannot be reproduced
except in full, without prior wrman appruval of |he't‘ p . Any zed rﬂery or falsification of the content or
appearance of this d | and may be pmsacutﬂd to tho fulinit extent of the law. Unless otherwise stated the
results shown in this lasl report refer anly to the sample(s) tested .

Attention: To check the authenticity of testing linspection report & certificate, please contact us at telephone: (B6-755) 8307 1443,
or email: CN.Docchecki@sgs.com

'Buﬂdllg,tb.&ﬂﬁ'ﬁsf‘m Road Xuhui District Shanghal China 200233 tEAE (86-21) 61402553 {EAE (B5-21)64953679  www.sgsgroup.com.cn

E - L% - HCEE L89S 38RE  AIR: 200233 1HL (86-21) 61402594  {HL (86-21)61156899 e sgs.china@sgs.com
|
Member of the SGS Group (SGS SA)



Test Report No. SHAEC 1917835801 Date: 19 Aug 2019 Page 2 of 13

Test Results :

Test Part Description :

Specimen No. SGS Sample ID Description
SN1 SHA19-178358.001  Grey solid

Remarks :
(1) 1 mg/kg = 1 ppm = 0.0001%
(2) MDL = Method Detection Limit
(3) ND = Not Detected ( < MDL )
(4) "-" = Not Regulated

RoHS Directive (EU) 2015/863 amending Annex Il to Directive 2011/65/EU

Test Method :  With reference to IEC 62321-4:2013+AMD1:2017, IEC62321-5:2013, IEC62321-7-2:2017, IEC
62321-6:2015 and IEC62321-8:2017, analyzed by ICP-OES, UV-Vis and GC-MS.

Test Item(s) Limit Unit MDL 0o1
Cadmium (Cd) 100 mg/kg 2 ND
Lead (Pb) 1000 mg/kg 2 ND
Mercury (Hg) 1000 mg/kg 1 ND
Hexavalent Chromium (Cr(VI)) 1000 mg/kg 8 ND
Sum of PBBs 1000 mag/kg - ND
Monobromobiphenyl - mg/kg 5 ND
Dibromobiphenyl - mg/kg 5 ND
Tribromobiphenyl - mg/kg 5 ND
Tetrabromobiphenyl - mag/kg 5 ND
Pentabromobiphenyl - mag/kg 5 ND
Hexabromobiphenyl - mg/kg 5 ND
Heptabromobiphenyl - mg/kg 5 ND
Octabromobiphenyl - mg/kg 5 ND
Nonabromobiphenyl - mag/kg 5 ND
Decabromobiphenyl - mg/kg 5 ND
Sum of PBDEs 1000 mg/kg - ND
Monobromodiphenyl ether - mg/kg 5 ND
Dibromodiphenyl ether - mg/kg 5 ND
Tribromodiphenyl ether - mag/kg 5 ND
Tetrabromodiphenyl ether - mg/kg 5 ND
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Test Item(s) Limit Unit MDL 001
Pentabromodiphenyl ether - mg/kg 5 ND
Hexabromodiphenyl ether - mag/kg 5 ND
Heptabromodiphenyl ether - mg/kg 5 ND
Octabromodiphenyl ether - mg/kg 5 ND
Nonabromodiphenyl ether - mg/kg 5 ND
Decabromodiphenyl ether - mag/kg 5 ND
Di-butyl Phthalate (DBP) 1000 mag/kg 50 ND
Benzyl Butyl Phthalate (BBP) 1000 mg/kg 50 ND
Di-2-Ethyl Hexyl Phthalate (DEHP) 1000 mg/kg 50 ND
Diisobutyl Phthalates (DIBP) 1000 mg/kg 50 ND
Notes :

(1) The maximum permissible limit is quoted from RoHS Directive (EU) 2015/863.
IEC 62321 series is equivalent to EN 62321 series
https://lwww.cenelec.eu/dyn/www/f?p=104:30:1742232870351101::::FSP_ORG_ID,FSP_LANG_ID:
1258637,25

(2) The restriction of DEHP, BBP, DBP and DIBP shall apply to medical devices, including in vitro medical
devices, and monitoring and control instruments,including industrial monitoring and control
instruments, from 22 July 2021.

(3) The restriction of DEHP, BBP, DBP and DIBP shall not apply to toys which are already subject to the
restriction of DEHP, BBP, DBP and DIBP through entry 51 of Annex XVII to Regulation (EC) No
1907/2006.

Halogen

Test Method :  With reference to EN 14582: 2016 , analysis was performed by IC.

Test ltem(s) Unit MDL 001
Fluorine (F) mg/kg 50 ND
Chlorine (Cl) mg/kg 50 ND
Bromine (Br) mg/kg 50 ND
lodine (1) mg/kg 50 ND
Element(s)

Test Method :  With reference to US EPA 3052:1996, analysis was performed by ICP-OES.
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Test Report
Test ltem(s)

Beryllium (Be)
Antimony (Sb)

Phthalates Content

No. SHAEC1917835801 Date: 19 Aug 2019 Page 4 of 13
Unit DL 001
mg/kg 5 ND
mg/kg 10 ND

Test Method :  With reference to IEC 62321-8:2017, determination of phthalates by GC-MS.

Test Item(s) CAS NO. Unit MDL
Dimethyl Phthalates (DMP) 131-11-3 mg/kg 50
Diethyl Phthalates (DEP) 84-66-2 mg/kg 50
Dinonyl Phthalates (DNP) 84-76-4 mg/kg 50
Diiso-octyl Phthalates (DIOP) 27554-26-3 mg/kg 50
Dipropyl Phthalates (DPrP) 131-16-8 mg/kg 50
Dicyclohexyl Phthalates (DCHP) 84-61-7 mg/kg 50
Dibenzyl Phthalates (DBzP) 523-31-9 mg/kg 50
Diphenyl Phthalates (DPhP) 84-62-8 mg/kg 50
Bis(2-methoxyethyl) Phthalate (DMEP) 117-82-8 mg/kg 50
Diallyl Phthalate(DAP) 131-17-9 mg/kg 50
n-Decyl n-Octyl Phthalate (nDnOP) 119-07-3 mg/kg 50
Di-n-decyl Phthalate (DnDP) 84-77-5 mg/kg 50
Diisopentylphthalate (DiPP) 605-50-5 mg/kg 50
iso-pentyl n-Pentyl phthalate (iPnPP) 776297-69-9 mg/kg 50
Di-n-pentyl Phthalates (DnPP) 131-18-0 mg/kg 50
Di-n-octyl Phthalate (DNOP) 117-84-0 mg/kg 50
Diisononyl Phthalate (DINP) 28553-12-0 mg/kg 50

/68515-48-0
Diisodecyl Phthalate (DIDP) 26761-40-0 mg/kg 50
/68515-49-1
Dihexyl Phthalates (DHP, DHxP) 84-75-3 mg/kg 50
1,2-Benzenedicarboxylic acid, di-C7-11-branched and 68515-42-4 mg/kg 50
linear alkyl esters(DHNUP)
Diisoheptyl phthalate (DIHP) 71888-89-6 mg/kg 50

PFOS (Perfluorooctane Sulfonates) and Perfluorooctanoic Acid (PFOA)

Test Method :  With reference to CEN/TS 15968:2010, analysis was performed by LC-MS.
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Test ltem(s) Limit Unit MDL
Perfluorooctane Sulfonates (PFOS)* 1000 mg/kg 10
Perfluorooctanoic Acid (PFOA) - mg/kg 10
Notes :

(1) Max. limit specified by commission regulation (EU) No. 757/2010 amending regulation (EC) No

850/2004.
(2) * PFOS refer to Perfluorooctanesulfonic acid and its derivatives including Perfluoroctanesulfonic acid,
Perfluoroctane sulfonamide, N-Methylperfluoroctane sulfonamide, N-Ethylperfluoroctane sulfonamide,

N-Methylperfluoroctane sulfonamidoethanol and N-Ethylperfluoroctane sulfonamidoethanol.
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ATTACHMENTS

Elements (IEC62321) Testing Flow Chart

1) These samples were dissolved totally by pre-conditioning method according to below flow chart.

Sample Preparation

v

Sample Measurement

\4

Acid digestion with
microwave/ hotplate

v

Filtration

v y

Solution Residue

'

1) Alkali Fusion / Dry
Ashing
2) Acid to dissolve

A 4
ICP-OES/AAS

'

DATA
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ATTACHMENTS
Hexavalent Chromium (Cr(VI)) Testing Flow Chart

Sample Preparation

v

Sample Measurement

v v

Nonmetallic Metallic
material material
ABS/PC/PVC | Others v
Boiling water
+ + extraction
Dissolving by Digesting at 3
ultrasonication 150~160°C
¥ ¥ Adding 1,5-
diphenylcarba
Digesting at Separating to zide for color
60°C by get aqueous development
ultrasonication phase *
| I
UV-Vis
pH adjustment ;
v DATA
Adding 1,5-

diphenylcarbazide for
color development

v
UV-Vis
v
DATA
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ATTACHMENTS

PBBs/PBDEs Testing Flow Chart

Sample cutting/preparation

A\ 4

Sample measurement

A 4

Solvent extraction

A\ 4

Concentration/ Dilution of
extraction solution

Filtration

GC-MS

DATA
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ATTACHMENTS

Phthalates Testing Flow Chart

Sample cutting/preparation

A 4

Sample measurement

A 4

Solvent extraction

A 4

Concentration/Dilution
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ATTACHMENTS

Halogen Testing (oxygen bomb) Flow Chart

Sample cutting/preparation

A 4

Sample measurement

A\ 4

Combustion in oxygen bomb

A 4

Dissolved in an absorption
solution

A 4

Filtration

A 4

Analyzed by ion
chromatography. Double confirm
by other instruments, if
necessary

DATA
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Sample photo:

SHAEC1917835801

SHA19-178358.001

SGS authenticate the photo on original report only
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